
Report : R

Ordernumber

Date report :

:

Date of order

Your reference :

Page 1 of

Camira Fabrics Ltd
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upholstery  fabricDescription :

REPORT OF ANALYSIS

20190275801

SAMPLE Your reference :

22-11-2019

DECA col Decanter Burgundy - Batch Bulk D1010

third partySampling by :Date of receipt :

49/2019 - 7/2020Date analyses : Servaco WevelgemPlace analyses :Week

Hydrolysis: Jungle test ISO 1419:2018 after 10 weeks

Method : twhyd

Atmosphere for conditioning and testing: 70° C - 95 % RV

no

no

shine

3/4

surface cracking

delamination of the PU film layer

changes in color and gloss level

changes in color on the greyscale grade

Jan Goossens

General Manager

! : method under accreditation (BELAC-certificate nr. 052-TEST)
The results only apply to the objects being tested.  This report may only be reproduced partially by written agreement of Servaco.
The measurement uncertainties and the description of the methods of analyses mentioned are available on demand .
The laboratory activities are executed by default in Wevelgem,
In case of sampling by third parties, the results apply to the sample as received.
Information provided by third parties may have an impact on the validity of the results. Servaco is not responsible for this information, in italic and bold, mentioned in the report.


